DISTANCE BELOW SURFACE IN FEET

TSC 46072.6P4 1122339

PROJECT Waesley/Manchester Bridge Rep

t, Wheaton, IL

TSC

CLIENT  HDR Engineering, Inc., 8420 W. Bryn Mawr Ave., Chicago, lilinois
BORING 1 DATE STARTED __ 9-1-99 DATE COMPLETED 9-1-99 JoB 146,072
ELEVATIONS WATER TABLE
GROUND SURFACE __ 737.3 V WHILE DRILLING 10.5°
END OF BORING 712.3 /AT END OF BORING 11.0°
% Manchester Road ¥ 24HOURS
md Sta. 14+55, 17 LT
[E3S)
a3 SAMPLE N lwc | au |Yory|pEPTH|ELEV. SOiL DESCRIPTIONS
3 o [NO.|TYPE
[}
FILL - Brown and black CLAY, moist
1] 88| 6 | 16445 | 1007 A-8)
9.9
30| 7343
2§85 | 6 |165]3.26
5 10-10 Very tough brown CLAY, moist
A8
3)ss| 7- [159]338
9-11 3.25"
8.0{ 7203
4 ss !t a |97 Firm brown SANDY LOAM, moist
: A4
10— o~ 411 v
s 105] 726815
5§ 88| 6 |155|36B )
813 3.5 Very tough to tough brownish-gray CLAY,
moist
A-B
6 S5 | 6 |206]/308
15 g11 1.5*
155, 721.8
Tough to very tough gray CLAY LOAM,
7185 | 4 |109]138 moist
6-8 2.0 A-4
180} 7193
Very tough gray CLAY, trace gravel, moist
8} 55| 6 |209/318
20 010 s A~57A-7%
205 7168
8| ss oy | 13| Distureed Tough gray CLAY, trace gravel, occasional
Cobble, moist
A8
0] 88 | & 118210
25 210,
] End of Boring at 25.0'
- * Approximate unconfined compressive
" strength based on measurements with
20 a calibrated pocket penetrometer.
n B = Bulge failure at 15% strain.
] S = Shear failure.
] SPT Hammer Type = Rope and Cathead
35—
40

DRILLRIG NO. 217

Division lines between deposits represent
approximate boundaries between soi types:
in-situ, the transition may be gradual.

DISTANCE BELOW SURFACE IN FEET

TSC 46072.GPJ 11722188

PROJECT Wesley/M

t, Wheaton, 1L

hester Bridge Repl

CLENT  HDR Engineering, Inc., 8420 W. Bryn Mawr Ave., Chicago, iliinols
BORING 2 DATE STARTED ___9-15-99 DATE COMPLETED __ 9-15-99 JoB _ L-46,072
ELEVATIONS WATER TABLE
GROUND SURFACE __ 741.4 WV WHILE DRILLING Dry
END OF BORING 7114 ¥/ AT END OF BORING Dry
2 Manchester Road ¥ 24HOURS
zd Sta. 15+55, 1'LT
% QISAMPLE |\ lwe | au [Tory Pt |Eiev. SOIL DESCRIPTIONS
5 &[noJrree
0 _ Bituminous Concrete **
A 09} 740.5—F[T - Crushed Limestone Gravel (GF)
1] 8s | 26 20] 7394 A-l-a*™
8 505"
2188 | 9 |120{328 Very fough to hard brown CLAY LOAM,
5 69 45 moist
A8
3|88 | o |166]47B
10-16 4.5+
80| 7334
5- | 17.5|3.08
10 41 941 ! 454 Ver_y;t tough to hard gray CLAY, trace gravel,
moi
A-BIA-T-6
s|ss| 7 |212]|348
s “ 130| 7284
’ ) Very tough gray CLAY LOAM, trace gravel,
6|ss| 6 [101|21B moist
15 7.7 3.75% - A8
55| 7259
7| ss| 7 198|268
9-10 375
Very tough gray CLAY, trace gravel, moist
8|ss| 7 {213|228
20 00 Er g AeiaTe
9| ss| s |193[208
7-10 275
230| 7184
Very tough to hard gray CLAY, trace gravel,
10{ 85 | 7- | 134]408 on Joug 8y g
25 813 276" AS
11]'ss | 12 | 152} 428 . )
B = Bulge failure at 15% strain.
R I 8 2 Shek e,
12] ss | 5 | 146|208 SPT Hammer Type = Rope and Cathead
30 810 2.25
7] End of Boring at 30.0°
-1 * Approximate unconfined compressive
stren%bued on measurements with
N a calibrated pocket penetrometer.
35 1 . - .
- b Apgroxumate thicknesses determined by
flight auger methods.
40 mmﬁw -
DRILLRIGNO. 217 O e oot oo ooy o

DISTANCE BELOW SURFACE IN FEET

TBC 46072.GPJ 11/23/99

PROJECT Wesley/Manchester Brid,

FoAU, TOTAL | SHEET
EhU{ secTion COUNTY | JOTAL [SHEE

97-00084-00-BR| DU PAGE | 241 | 215
STA. T0 STA.

FED. ROAD DIST. M0. 1 [ILLINOIS| FED. AID PROJECT
CONTRACT NO. 83908

Replacement, Wheaton, IL

CLENT  HDR Engineering, Inc,, 8420 W. Bryn Mawr Ave,, Chicago, lllinois

BORING 2A DATE STARTED ___ 9-14-99 DATE COMPLETED __ 9-14-99 JoB- _L-46,072
ELEVATIONS WATER TABLE
GROUND SURFACE __ 741.5 V WHILE DRILLING Dry
END OF BORING 729.5 ¥ AT END OF BORING Dry
¥ Manchester Road (HA Borings) ¥ 24HOURS
m@_ Sta 15+65 24'LT
8 8 sampLe
&3 N {wc | ou [YDRY[pEPTH|ELEV. SOIL DESCRIPTIONS
0 w % [NO. [TYPE
FILL - Dark brown silty SAND and GRAVEL
1188 | 11- A-1/A-3
13-16
30| 7385
2] 85 | 14 | 153 |45+
5- 2028 .
Hard brown CLAY, trace gravel, moist
3| ss | 16 | 12345+ A6
2532
4185 | 18 | 17.2] 45+
10- 20-24 10.0] 7315 i B ” LAY oo .
ard brown an , trace gravel,
5 | 55 |p5po| 193 45+ moist ATE O s
: End of Boring at 12.0"
16— * Approximate unconfined compressive
- strengbttr;based on measurements with
a calibrated pocket penetrometer.
B B = Bulge failure at 15% strain.
- S = Shear failure.
20 ] SPT Hammer Type = Rope and Cathead
25—
30~
35—
40 s Bobve Gepovils epresert
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